17

Unique identification code
of the product type:

Producer

Declaration of Performance number

Norm number

Intended use

Szelagowska 39/1
PL 61-626 Poznan

2020/07001

Factory Production Control System 4

Luminescent coarse aggregate 8/16

EuroSignum Sp. z o.0.

PN - EN 13055 ,,Lightweight aggregates”

Construction of a luminescent wearing course AC

Tested feature Result
Grain size 8/16
Percentage of mass
Sieve size [mm] passing through
[%]
»Dry” sieve analysis 212;4 l;:)
11,2 68
8 3
4 0
Undersize, % 3
Oversize, % 1
»Dry” dust content, % , 0,0
Aggregate density, Mg/m® 1,95
Solubility in water, % 0,5
Water content, % 0,3
Water absorption after 24h, % 0,77
Grain shape 96% regular grain
The content of grains with a crushed and broken surface 100% completely crushed grains
T;I;(:n:;.:iflgf Luminance
[min] [med/m?]
10 33
30 16
Luminance, procedure TPA: PB/002/17 60 19
120 5
240 3
360 2
720 1
Color of light emission Sky Blue
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Unique identification code
of the product type:

Producer

Declaration of Performance number

Norm number

Intended use

EuroSignum Sp. z o.0.

Szelagowska 39/1
PL 61-626 Poznan

002

2020/07

Factory Production Control System 4

Luminescent coarse aggregate 8/16

PN - EN 13055 ,,Lightweight aggregates”

Construction of a luminescent wearing course AC

Tested feature Result
Grain size 8/16
Percentage of mass
Sieve size [mm] passing through
[“o]
»Dry” sieve analysis 212;4 190;)
11,2 86
8 6
4 0
Undersize, % 6
Oversize, % 1
»Dry” dust content, % , 0,0
Aggregate density, Mg/m? 1,94
Solubility in water, % 0,5
Water content, % 0,3
Water absorption after 24h, % 0,99

Grain shape

95% regular grain

The content of grains with a crushed and broken surface

100% completely crushed grains

'I“:::.:;:lii(g)f Luminance
[min] [mcd/m?)
10 414
30 132
Luminance, procedure TPA: PB/002/17 60 59
120 26
240 10
360 6
720 2
Color of light emission Yellow Green
Pr:ZES ZARZADU
z 0.0-
. roSignum SP-
Euro R lagowska 39/
o §1-626 Poznan
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Unique identification code .
of the product type: Luminescent small aggregate 0/2

EuroSignum Sp. z o.0.

Producer Szelagowska 39/1
PL 61-626 Poznan
Declaration of Performance 2020/07003
number T
Norm number PN — EN 13055 ,,Lightweight aggregates”
Intended use Construction of a luminescent surface of synthetic resins
Factory Production Control System 4
Tested feature Result
Grain size 0/2
Percentage of mass
Sieve size [mm] passing through
[%]
4 100
»Dry” sieve analysis 2 99
1 27
0,5 1
0,25 1
0,063 0,0
Oversize, % 1
»Dry” dust content, % , 0,0
Aggregate density, Mg/m? 1,97
Solubility in water, % 0,6
Water content, % 0,2
Water absorption after 24h, % 2,0
T;I;ellgl:iior Luminance
[min] g [mcd/m?]
10 92
30 36
Luminance, procedure TPA: PB/002/17 60 18
120 9
240 4
360 3
720 1
Color of light emission Blue Green
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Unique identification code
of the product type:

Producer

Declaration of Performance
number.

Norm number

Intended use

Luminescent small aggregate 0/2

EuroSignum Sp. z o.0.
Szelagowska 39/1
PL 61-626 Poznan

2020/07004

PN — EN 13055 ,,Lightweight aggregates”

Construction of a luminescent surface of synthetic resins

Factory Production Control System 4

b,.-ZES ZARZADU

Tested feature Result
Grain size 02
Percentage of mass
Sieve size [mm] passing through
[%e]
4 100
»Dry” sieve analysis 2 99
1 35
0,5 3
0,25 2
0,063 1,1
Oversize, % 1
»Dry” dust content, % , 1,1
Aggregate density, Mg/m* 2,04
Solubility in water, % 0,4
Water content, % 0,5
Water absorption after 24h, % 1,6
'I;l;:;::iz(g)f Luminance
[min] [med/m?]
10 38
30 16
Luminance, procedure TPA: PB/002/17 60 9
120 5
240 2
360 1
720 1
Color of light emission Sky Blue
mSp- 20
ignyu |
guroSi9h owske 32
ul. 26 POZ 003
61-625,500329
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Unique identification code
of the product type:

Producer

Declaration of Performance
number

Norm number

Intended use

HH

17

Luminescent small aggregate 0/2

EuroSignum Sp. z o.0.
Szelagowska 39/1
PL 61-626 Poznan

2020/07008

Factory Production Control System 4

PN - EN 13055 ,,Lightweight aggregates”

Construction of a luminescent surface of synthetic resins

Tested feature Result
Grain size 0/2
Percentage of mass
Sieve size [mm] passing through
[%]
4 100
»Dry” sieve analysis 2 97
1 31
0,5 3
0,25 1
0,063 03
Oversize, % 3
»Dry” dust content, % , 0,3
Aggregate density, Mg/m? 2,00
Solubility in water, % 0,4
Water content, % 0,3
Water absorption after 24h, % 1,9
'I;'I:;gl:izof Luminance
[min] g [mcd/m?]
10 235
30 67
Luminance, procedure TPA: PB/002/17 60 28
120 12
240 5
360 3
720 1
Color of light emission Yellow Green
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Unique identification code
of the product type:

Producer

Declaration of Performance number

Norm number

Intended use

17

Luminescent coarse

EuroSignum S

aggregate 2/4

p. Z 0.0.

Szelagowska 39/1
PL 61-626 Poznan

2020/07006

Factory Production Control System 4

PN - EN 13055 ,,Lightweight aggregates”

Construction of a luminescent wearing course AC, Construction of a
luminescent surface of synthetic resins

Tested feature Result
Grain size 2/4
Percentage of mass
Sieve size [mm] passing through
[%]
»Dry” sieve analysis 5,6 100
4 91
2 16
1 0
Undersize d, % 16
Oversize D, % 9
»Dry” dust content, % , 0,0
Aggregate density, Mg/m*® 1,96
Solubility in water, % 0,5
Water content, % 0,2
Water absorption after 24h, % 1,5
T;‘;i:::;:g)f Luminance
[min] [med/m?)
10 116
30 47
Luminance, procedure TPA: PB/002/17 60 24
120 12
240 6
360 4
720 2
Color of light emission Blue Green
.20.0
guroSignv o 29/1
ul. 8238 poznat,
NIP 5890&%83”9




Unique identification code anart AN .
of the product type: Luminescent conrse aggregate 2/4
EuroSignum Sp. z 0.0,

Szelagowska 39/1

>

Producer PL 61-626 Poznan

Declaration of Performance number 2020/07007

Norm number PN — EN 13055 ,,Lightweight aggregates”

Construction of a luminescent wearing course AC, Construction of a
Intended use .
luminescent surface of synthetic resiny

Factory Production Control System 4

Tested feature Result
Grain size 2/4
Percentage of mass
Sieve size [mm] passing through
(%]
»Dry” sieve analysis 5,6 100
4 920
2 18
1 0
Undersize d, % 18
Oversize D, % 10
»Dry” dust content, % , 0,0
1,96

Aggregate density, Mg/m*®
Solubility in water, % 0,5

b

Water content, % 0,5
Water absorption after 24h, % 1,7
The time of Luminance
vanishing R
[min] [med/m?)
10 51
30 21
Luminance, procedure TPA: PB/002/17 60 T
120 6
240 3
360 2
720 1
Color of light emission Sky Blue
Y LN(LP\D\)

EuroSIg?ug\\N?kg.éﬁ.o. M
ul. 2??63% Pozpah /
79
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Unique identification code Luminescent coarse aggregate 2/4

of the product type:
EuroSignum Sp. z o0.0.
Producer Szelagowska 39/1
PL 61-626 Poznan
Declaration of performance number 2020/07008
Norm number PN - EN 13055 ,,Lightweight aggregates”

Construction of a luminescent wearing course AC, Construction of a

Intended use . . .
luminescent surface of synthetic resins

Factory Production Control System 4

Tested feature Result
Grain size 2/4
Percentage of mass
Sieve size [mm] passing through
[%]
»Dry” sieve analysis 5,6 100
4 88
2 18
1 0
Undersize d, % 18
Oversize D, % 12
»Dry” dust content, % , 0,0
Aggregate density, Mg/m* 2,01
Solubility in water, % 0,5
Water content, % 0,3
Water absorption after 24h, % 1,9
];,l:::l:;':;:l(’f Luminance
[min] g [med/m?)
10 323
30 97
Luminance, procedure TPA: PB/002/17 60 2
120 17
240 7
360 4
720 2
Color of light emission Yellow Green
A LP\RT-P\DU
0.0



17

Unique identification code
of the product type:

Producer

Declaration of performance
number.

Norm number

Intended use

EuroSignum Sp. z 0.0.

Szelagowska 39/1
PL 61-626 Poznan

2020/07009

Luminescent coarse aggregate 4/8

PN - EN 13055 ,,Lightweight aggregates”

Construction of a luminescent wearing course AC, Construction of a

luminescent surface of synthetic resins

Factory Production Control System 4

Tested feature Result
Grain size 4/8
Percentage of mass
Sieve size [mm] passing through
[%]
»Dry” sieve analysis 1;’2 18090
5,6 37
4 1
2 0
Undersize, % 1
Oversize, % 11
»Dry” dust content, % , 0,0
Aggregate density, Mg/m? 1,92
Solubility in water, % 0,4
Water content, % 0,5
Water absorption after 24h, % 1,62

Grain shape

93% regular grain

The content of grains with a crushed and broken surface

100% completely crushed grains

'l;'l:::::l]:ifn(g)f Luminance
[min] [mcd/m?]
10 35
30 17
Luminance, procedure TPA: PB/002/17 60 10
120 6
240 3
360 2
720 1
Color of light emission, visual assessment Sky Blue
z0.0- ¥
um SP- 14
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